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 Teflon® Adhesion Testing on Pistons

In order to test our pistons for Teflon® adhesion to the metal, a scratch test is performed. This 
test is performed on the valley portion of the pistons. 

Please refer to the photograph below of a model 3900 lower piston. 

This does not affect the sealing surface of the piston, performance, or reliability.
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